
Engineering shear strain γxz

Sh
ea

r s
tr

es
s 
σ x

z (
M

Pa
)

0.01 0.02 0.03 0.04 0.05 0.06 0.07 0.08 0.09 0.1

200

300

400

500

600

700

"./plasticity-shear-abq.txt" using 6:12

"./plasticity-shear-mfront.txt" using 6:12


